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/ 15-1599 Dugald Road
Winnipeg, MB R2J OH3

//
Ma Phone: 204.668.9652
Fax: 204.668.9204
Engineering = smeesutmaneng.con
|

TEST HOLE LOGS

For: Eagle Creek Colony Ltd. Test Hole Logs by: Peter Grieger, P. Eng.
Operation: Eagle Creek Colony Drilling Performed by: Kletke Enviro Drilling
Location: 25-5-8W Date: November 24. 2004
RM: Lorne Land Location: 25-5-8W
City/Town, Prov.: Altamont, MB
Test Hole #1

0-6 topsoil

6" ~2.5 brown silty clay till, moist, soft, some sand

25 -5 grey/brown silty clay till, silt inclusions, firm, pebbles

5-75 chocolate brown silty clay till, firm, pebbles

7.5 ~14 grey silty clay till w/ shale pebbles

14' — 14.25 broken shale layer w/ water, dry below
14.25' - 24’ grey silty clay till w/ shale pebbles

24 - 30 shale, dry

Water 9’ below grade after 6 hours

Test Hole #2
0-4 topsoil
4" -3 brown silty clay tiil, firm
3~-5 yellow/brown silty clay till, sandy, soft, oxidized flecks
5-6 grey silty clay till, w/ shale pebbles
6 -14 yellow/brown silty clay till, some sand, soft, some oxidation
14 - 18’ grey silty till, hard, dry, shale pebbles, moisture @ 16-17’
18 -25 grey shale, dry

Water 15 below grade after 5 hours




Test Hole #3
0-4
4 -5
575
7.5 -10
100 = 20°
20'- 2%’

topsoil

grey silty clay till, firm

brown silty clay till, soft

grey silty clay till, firm

grey silty clay till, dry, w/ shale pebbles
grey shale, dry

Water 23'-8” below grade after 4 hours

Test Hole #4
0-20
20"-7
7-9
9 -13.5
13.5'— 15’
15 - 20

topsoil

grey/brown silty clay till, sandy, oxidized flecks, soft, wet layer between 5’-7'
grey/brown silty clay till, sandy, firm to stiff, pebbles

dark grey silty clay till, stiff to hard, oxidized flecks

soft grey shale

hard grey shale

Water 10’ below grade after 3 hours

Test Hole #5
0-4"
43
I-9
9 - 15’
15" - 20°

topsoil

light grey silty clay till, sandy, moist, soft, pebbles, some oxidation
brown silty clay till, sandy, soft, moist between 4.5’-56.5’, no free water
silty clay till, sandy w/ gravel layers, wet, water bearing

grey shale, hard

Water 5' below grade after 2 hours

Test Hole #6
0-6
6" -25
25 -6
6 -8
8 -13
13 - 17
17 = 20°

topsoil

grey silty clay till, moist, soft, pebbles, some oxidation
yellow/brown silty clay till, firm, shale pebbles, some oxidation
yeliow/brown silty clay till, soft, pebbles, some oxidation

grey silty clay till, stiff, pebbles, some oxidation

grey shale, soft

grey shale, hard, dry

Water 16’ below grade after 1 hours
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ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-1
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 1 Sample No. -- Depth: 2 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
SAND GRAVEL 1
CLAY. SILT O O e A
! | FINE | MEDIUM |COARSE FINE COARSE !
i
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20 #10  #4 05 1.0°
100 1 ' ‘ T , T T i"'riJ | SIEVE | PERCENT
1 ‘ ‘ | || SIZE (mm) | PASSING
H /lﬂ 12,5 100.0
M ‘ | ; < 9.5 99.1
1 4.75 98.6
80 } 4 2.0 97.8
j } i 0.850 96.3
; l ! 0.425 92.0
CZ'J ‘ R | 0.250 86.0
& D 0.150 78.1
» 60 oy - 0.075 67.2
X ' ! | 0.030 59.9
— [ ! 0.0197 51.3
zZ ; 0.0116 44.1
8 : 0.0084 39.8
F | 0.0060 35.5
L 5 0.0030 29.8
o i 0.0022 255
1 0.0013 2256
{
i
|

0.1 1 10 100
SIEVE SIZE (mm)

Percent of: GRAVEL (1.4%), SAND (31.4%), SILT (42.3%) and CLAY (24.9%)
Sample Description: Cl, clay, medium plastic, soft, moist, light brown, and silt,
and sand sizes, trace gravel.

ENG-E;;H ons ltin%ﬁnit d
COMMENTS: per %&xj m./z

Contact: Clark Hryhoruk, K1. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Lid. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-2
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 1 Sample No. -- Depth: 4 ft,
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
| SAND | GRAVEL |
CLAY, SILT o e
i FINE ‘ MEDIUM |COARSE FINE COARSE F
|

APPROXIMATE EQUIVALENT IMPERIAL SIEVE

#200 #100 #40- #20 #10 #4 05" 1.0
100 D Do I‘ ‘ i e JIgRREEN 1' SIEVE | PERCENT
IR PR | R gprm—— T SIZE (mm) | PASSING

¥ é | iy 19.0 100.0
ay L | P 12.5 97.5
‘ P g | | ” 9.5 97.3
80 | ‘ : L - L BN N B I N S O S A 275 564
: Lo ‘ L K ’ 2.0 95.5
i i ! 0.850 88.4
) ! P 0.425 82.8
£ | | 7 0250 | 774
& 60 ‘ - {,’ e - L - . . - 0.150 751
< i / 0.075 653
— ! ! 0.0301 57.5
z i 0.0194 52.0
g 0.0117 41.0
g 40 s RN ‘ T 0.0084 38.2
L o y‘ : - 0.0061 32.7
. rai 0.0030 25.8
o /' ‘ 0.0022 231
0 “/ i 0.0013 18.9

L i

\ ; i

H ! |

‘ L

0 : i H I- -
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (3.6%), SAND (31.1%), SILT (43.0%) and CLAY (22.3%)
Sample Description: Cl, clay till, medium plastic, soft, moist, brown, and silt,
with sand sizes, trace gravel, and oxides.

ENG-TECH Consulting Ximited
COMMENTS: per /Z/%faaﬁgi/

Contact: Clark Hryhoryk, M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



"ENG-TECH CONSULTING LIMITED

GEOTECHNICAL -ENVIRONMENTAL - MATERIALS TESTING

PARTICLE SIZE
ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Bivd. Reference No.: 4-260-12-3
Winnipeg, Manitoba
R2J 3M2
ATTENTION: Peter Grieger, P.Eng.
PROJECT: Evergreen
Test Hole No. TH 1 Sample No. -- Depth: 6 ft.
Sampled By:  Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
i 7 WSAND GéAVEL
CLAY SILT T B R
| FINE ‘ MEDIUM |COARSE FINE COARSE
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20 #10 #4 0.5" ’__1.0"
100 : . | % ; i ‘ B g - % ..... - v,__......:l ; v‘,_“l . x“ SIEVE PERCENT
i T || L I ‘ SIZE (mm) | PASSING
Lok ‘ | ’/ 19.0 100.0
1 ;’ | / ’ 12.5 98.9
| i 9.5 98.9
80 4.75 98.8
v 4 2.0 98.5
| 0.850 93.9
(25 | 0.425 89.1
3 , 0.250 81.6
%] T B 0.150 72.2
< 0.075 60.6
— 0.0311 51.5
pd 0.0204 42.8
8 0.0120 37.1
T ) 0.0086 32.7
w 0.0062 28.4
. 0.0031 227
0.0022 19.8
) 0.0013 15.5
0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (1.2%), SAND (38.2%), SILT (41.7%) and CLAY (18.9%)
Sample Description: ML, clayey silt, low plastic, soft, moist, dark reddish brown, with

silt, and sand size, trace shale, gravel and oxides.
COMMENTS:

Do Sy o

Contact: Clark HryhoruX, M. Sc., P. Eng.

Ph: (204) 233-1694
Fax: (204) 235-1579




ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Litd. File No.: 04-260-12

#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-4
"~ Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 1 Sample No. -- Depth: 10 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
SAND GRAVEL
CLAY SILT e R T o
| FINE MEDIUM |COARSE FINE COARSE
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20  #10  #4 05" 1.0"
'100 ml ? [ - 1 - .,_} S U .1.. SR I i SIEVE PERCENT
' SIZE (mm) | PASSING
0.075 100.0
0.027 92.0
0.018 85.6
80 0.010 777
0.007 74.5
0.005 68.1
2 0.003 56.9
= 0.002 50.6
o 60 T - 0.001 41.0
<
a
'—
pzd
& 40
10
W
a
20 -
o L
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (0.0%), SAND (0.0%), SILT (49.9%) and CLAY (50.1%)
Sample Description: CH, clay, high plastic, firm, moist, brown, and silt, some shale.

ENG-TECH Consulting Limited
COMMENTS: per /Z%J/wﬁé;/

Contact: Clark Hryhoruk! M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL -ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-5
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH2 Sample No. - Depth: 4 fi.
Sampled By: Client . Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04

“ SAND I GRAVEL }
CLAY SILT [ — - :
{ FINE MEDIUM |COARSE - FINE COARSE
|
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40  #20 #10  #4 05 1.0°
100 | hy { ol T ‘ Nl SIEVE | PERCENT
;o Hl o = ’,,4‘" SIZE (mm) | PASSING
1 - 12.5 100.0
‘ ol , ’;/ ' 95 97.5
Co Vg 4.75 94.2
80 ) / : : 2.0 91.0
1 b H i} 0.850 89.0
1 i / 0.425 84.9
g ‘ i ! / 0.250 79.5
) : AR E IR — RN - e 0.150 71.9
%)) j | 0.075 61.0
X 0.030 53.2
— 0.0197 45.5
z 0.0117 37.9
8 0.0085 32.8
c ! - T 0.0061 29.0
W 0.0031 22.6
o 0.0022 20.1
0.0013 17.5

0.1 1 10 100
SIEVE SIZE (mm)

Percent of: GRAVEL (5.8%), SAND (33.2%), SILT (41.4%) and CLAY (19.6%)
Sample Description: Cl, clay till, medium plastic, very soft, moist, brown, and silt,
with sand sizes, trace gravel, and oxides.

CHGTEG i s

Contact: Clark Hryhoruk/M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL -ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-6
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH?2 Sample No. -- Depth: 10 ft.
Sampled By:  Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
i SAND GHAVEL !
CLAY, SILT T -
{ FINE MEDIUM COARSF FINE COARSE |
; 7 I l
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40  #20 #10  #4 05" 1.0°
100 ST IT T U T ” g : SIEVE | PERCENT
o Do ‘ ‘ ’/ SIZE (mm) | PASSING
; P Py 25.0 100.0
o ‘ o e 19.0 98.0
o | o " 12.5 95.1
80 H . ‘ S ISP N N e e e — 9.5 93.7
| ; 4.75 90.1
| 2.0 86.1
CZ’J ! 0.850 82.2
= L 0.425 74.8
& 60 ’ 0.250 65.4
E 0 ‘ 0.150 53.4
- ; 0.0750 42.2
z i / 0.0322 35.4
i /) 0.0210 28.2
é_:) 40 i { ” - . . el el e ot e 00123 259
Ty i 4 0.0087 23.5
o 0.0062 19.9
0.0031 15.2
| 0.0023 14.0
20 0.0013 11.6
o
o | —
0.001 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (9.9%), SAND (47.9%), SILT (28.8%) and CLAY (13.4%)
Sample Description: CL-ML, clay till, low plastic, very soft, moist, reddish brown, and sand
sizes, with silt, trace gravel and oxides.

ENG-T CH on |fll’j/ﬂm ited
COMMENTS: per ﬁu

Contact Clark Hryhorul?/ M. Sc., Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-7
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 3 Sample No. - Depth: 6 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04

} SAND ‘ GRAVEL j
CLAY SILT R . -
| FINE | MEDIUM |COARSE  FINE COARSE ~
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20  #10  #4 o5 10"
100 IEREE | ‘ | 1] ‘ SR i----"li ’ - SIEVE | PERCENT
S !/ | SIZE (mm) | PASSING
R P 95 100.0
] /]/ 4.75 99.3
SRR ? 20 98.1
80 ‘ BN - z . 0.850 91.2
P ) 0.425 84.9
o SRR i ! 0.250 79.2
. il Sl ;
4 S | S [ 0.150 72.0
= IR y . 0.075 64.2
@ 60 ] ‘ e / . N 1 1 Y e 003 =5
= | | ol // 0.020 49.7
— A J/ 0.0117 423
z N / 0.0085 37.9
Ly N 0.0061 35.0
8 40 3 \’ ; ) ]{‘! B T B 1 ) I R T 0‘0031 261
w S / 0.0022 23.2
a Y A 0.0013 18.8
| ? ‘/ | ‘
1 \
i |
! |
i i
0 Lol ‘ -
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (0.7%), SAND (35.1%), SILT (41.9%) and CLAY (22.3%)
Sample Description: OL, clay, low plastic, soft, moist, brown, and silt,
with sand sizes, trace shale, gravel and oxides.

ENG-TECH Consulting,Limited
COMMENTS: per z/jﬁj/w};w .

Contact: Clark Hryhoruk, M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED

GEOTECHNICAL -ENVIRONMENTAL - MATERIALS TESTING

PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Bivd. Reference No.: 4-260-12-8
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 3 Sample No. -- Depth: 10 ft.
Sampled By:  Client Type of Sample: Bag Source: Project Site

Date Received: Dec 1/04

Date Sampled: -

SAND

‘ T
CLAY, SILT ‘ , - L o

| FINE MEDIUM |COARS

! |
|
i i

Date Tested: Dec 8/04

GRAVEL

FINE j COARSE

APPROXIMATE EQUIVALENT IMPERIAL SIEVE

#200 #100 #40 #20  #10  #4 05 1.0°
100 ” i i V' i antl i SIEVE |{PERCENT
| Pl ‘ SIZE (mm) | PASSING
| // 2.0 100.0
i 0.850 97.1
/| 0.425 93.6
80 LRI - ARERa - 0.250 91.1
0.150 88.8
0.075 84.7
g 0.029 71.8
< | 0,019 59.5
9B 60 — T 0.011 54.9
< | 0.008 48.7
- 0.0059 44.1
= 0.0030 34.9
W 0.0022 31.8
2 40 0.0013 27.2
i |
o |
20 s -
|
I ‘ :
; [
0 N
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (0.0%), SAND (15.3%), SILT (53.6%) and CLAY (31.1%)
Sample Description: OH, clay, high plastic, soft, dry, dark brown, and silt, some sand

Contact: Clark HryhorukyM. Sc., P. Eng.

sizes and shale.

COMMENTS:

Ph: (204) 233-1694
Fax: (204) 235-1579




ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-9
Winnipeg, Manitoba

R2J 3M2

'ATTENTION:  Peter Grieger, P.Eng.

PROJECT: Evergreen
Test Hole No. TH 4 Sample No. -- Depth: 6 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
I SAND GRAVEL
CLAY SILT e
? FINE MEDIUM [COARSE FINE COARSE
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
100 #200 #100 #40 #20 #10 #IA 0]5" 1‘.0
o e T e e i aer I SIEVE TPERGERT
; ’ | g T d SIZE (mm) | PASSING
i - 25.0 100.0
| " 19.0 97.3
; 12.5 97.3
80 H . : o ! . B 38 NN — N JUUUUSNENY SN VU SR S O 9.5 97.3
: | 4.75 97.2
. N P / 2.0 97.0
l L 0.850 96.5
= /r'f 0.425 94.3
a 60 . S, N . B I I p 0.250 886
X A / 0.150 79.1
V 4 0.0750 68.9
5 _ / 00207 | 635
8 ,‘4- 0.0193 57.7
w g 0.0081 47.5
o e 0.0059_| 432
E : 0.0029 37.4
| 5 0.0021 34.5
20 1 I - 0.0013 28.7
|
0 -
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (2.8%), SAND (28.3%), SILT (35.2%) and CLAY (33.7%)
Sample Description: OH, clay, high plastic, very soft, moist, brown, with silt, sand sizes
and shale, trace gravel and oxides.

ENG-TEGH Lonsulting Limited
COMMENTS: per ,%j% ;;M/(/

Contact: Clark Hryhoruk, M/ Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL -ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Bivd. Reference No.: 4-260-12-10
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 5 Sample No. -- Depth: 4 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
| SAND | GRAVEL
CLAY SILT
‘ FINE MEDIUM |COARS FINE \ COARSE
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20 #10 #4 os* 10"
100 Ry TN T T B Sl SIEVE |PERCENT
Rk || : SIZE (mm) | PASSING
o 7 25.0 100.0
P 19.0 99.4
! | vl 125 99.4
80 - | i 9.5 99.1
: e 4.75 97.6
: / 2.0 96.1
) e d 0.850 95.3
< * /’ 0.425 93.5
90 60 : i iy 4 . | - -
%) ‘ » P g 0.250 88.2
< V4 0.150 76.4
— MRS /oo ‘ 0.0750 68.1
z AR | 0.0301 58.4
L RN 4 | 0.0194 51.4
g 40 -y / 5 Bl 0.0116 44.4
tw IR’ 0.0084 38.8
o Y 48 0.0060 34.6
j 1 <au 0.0030 27.6
| t e L b 0.0022 24.8
20 | uRE 00013 | 206
o
3 ! | ‘
o | s
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (2.4%), SAND (29.5%), SILT (44.0%) and CLAY (24.1%)
Sample Description: Cl, clay, medium plastic, soft, moist, brown, and silt,
with sand sizes, trace gravel, and oxides.

ENG-TECH Consulting kimjted
COMMENTS: per (. Z{ /Afwﬁf;} )

Contact: Clark Hryhoruk! M. Sc., P. Eng.
Ph: (204) 233-1694

Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-11
Winnipeg, Manitoba

R2J 3M2

ATTENTION:  Peter Grieger, P.Eng.

PROJECT: Evergreen

Test Hole No. TH 5 Sample No. -- Depth: 8 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
| SAND GRAVEL |
CLAY SILT e
! FINE MEDIUM |COARSE  FINE COARSE |
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 - #20 #10 #4 0.5" _1.0"
100 Lo ‘r‘ T AR w[ SIEVE |PERCENT
PR RPN i ‘ SIZE (mm) | PASSING
s el 19.0 100.0
R /’ 125 99.3
R ‘ 9.5 98.2
80 - S R R A 1 60 1 A Y o O - 475 97.0
3 | S / 2.0 95.2
| | N ’% 0.850 93.4
2 1 L / 0.425 90.1
P | L /,( 0.250 86.3
» 60 e T 0.150 80.6
& 3 ﬁ O 0.075 72.7
— | SRR 4 0.0294 62.5
= ‘ N / 0.0188 58.4
1 ny 0.0112 51.6
Q 40 | // ' T - 0.0081 46.1
w ; rdm 0.0059 40.7
o | ‘ % 0.0030 32.5
| 0.0022 28.4
20 i 0.0013 22.9
0 L
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (8.0%), SAND (24.3%), SILT (45.2%) and CLAY (27.5%)
Sample Description: Cl, clay till, medium plastic, very soft, moist, brown, and silt,
with sand sizes, trace gravel, and oxides.

ENG-TE onsulting-Limited
COMMENTS: per 2/:?(//%;0%7(

Contact: Clark Hryhorug/ M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Lid. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-12
Winnipeg, Manitoba

R2J 3M2

ATTENTION:  Peter Grieger, P.Eng.

PROJECT: Evergreen
Test Hole No. TH 6 Sample No. -- Depth: 2 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
| SAND GRAVEL
CLAY SILT S E N e S
FINE MEDIUM |COARSE  FINE 1 COARSE
|
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40  #20 #10  #4 05 10"
100 - : ‘ 7 - - ‘ | ‘ . |; !| i I _._’l_. T ‘i_, I’ e e SIEVE PERGENT
Lo ; E il SIZE (mm) | PASSING
! P i ,-'iiF"' l 19.0 100.0
| b ' pat 125 98.5
| ‘ | | / 9.5 97.6
80 ! . U B 1 / g T A I L T O I 1 475 6.0
} 1 y 2.0 93.3
| ek / 0.850 | ot.1
9 : o /' 0.425 88.0
z ; ‘ ! ( 0.250 83.8
h 60 H . s I . / . SRR SRR N N S0 W0 08 R SR O R 0.150 78.5
= i ‘ / 0.075 71.1
= . 0.0294 62.4
pd | ‘/ b 0.0193 55.4
L Ny 4 0.0114 48.4
%i) 40 : ‘; ,f; AN TS S N S B . B 1 o — 0.0082 240
L ! / H 0.0059 40.1
a | / e 0.0030 33.1
SRR 0.0021 317
20 ; { ; i B 0.0013 26.1
e
. ‘
R
| R
0 [ R B - i - B
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (4.0%), SAND (24.9%), SILT (40.1%) and CLAY (31.0%)
Sample Description: Cl, clay till, medium plastic, soft, moist, brown, and silt,
with sand sizes, trace gravel, and oxides.

ENG-TEC nsulting kimitgd
COMMENTS: per %/ Lu,%m

Contact: Clark Hryhoruk/M. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL - ENVIRONMENTAL - MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Bivd. .Reference No.: 4-260-12-13
Winnipeg, Manitoba

R2J 3M2

ATTENTION:  Peter Grieger, P.Eng.

PROJECT: Evergreen

TestHole No. TH 6 Sample No. -- Depth: 6 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04
) SAND GRAVEL l
CLAY SILT R
| FINE MEDIUM |COARSE FINE COARSE

APPROXIMATE EQUIVALENT IMPERIAL SIEVE

100 #2{)0 #100 #40  #20 #10 #‘4} 05 10
‘ o T Trm | [ SIEVE [PERCENT
| P Mt x iy g | | ] SIZE (mm) | PASSING
! | ! / 4.75 100.0
o i o 2.0 99.6
| | g | 0.850 95.6
‘ : R . 0.250 77.3
| ‘ 3 5 0.150 67.2
(2') 1 o i of 0.075 56.6
= ‘ o " | 0.032 48.4
¢ 60 P D g '/' o St A B i 1 A 0.021 39.3
< ! l ' 0.012 34.7
! | :
o ‘ S L/ 0.0087 | 30.1
= ‘ ; s / ; [ 0.0062 27.1
L ‘ o ; 0.0031 21.0
Ty, Hllg 0.0013 14.9
e P Py
] /* !
: t (
0 A
[ i ' H
| |
0 | P
0.001 0.01 0.1 1 10 100

SIEVE SIZE (mm)

Percent of: GRAVEL (0.0%), SAND (43.4%), SILT (39.4%) and CLAY (17.2%)
Sample Description: OL, clay, low plastic, soft, moist, brown, and silt and sand sizes,
trace shale, gravel and oxides.

ENG-TECH Consulting Jimited

Contact: Clark Hryhoruk/f\/l. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



ENG-TECH CONSULTING LIMITED
GEOTECHNICAL -ENVIRONMENTAL -MATERIALS TESTING PARTICLE SIZE

ANALYSIS REPORT

Envirotech Ag Systems Ltd. File No.: 04-260-12
#6-845 Lagimodiere Blvd. Reference No.: 4-260-12-14
Winnipeg, Manitoba

R2J 3M2

ATTENTION: Peter Grieger, P.Eng.

PROJECT: Evergreen

TestHole No. TH 6 Sample No. -- Depth: 10 ft.
Sampled By: Client Type of Sample: Bag Source: Project Site
Date Sampled: -- Date Received: Dec 1/04 Date Tested: Dec 8/04

. B

\ SAND GRAVEL

CLAY SILT
} FINE ! MEDIUM [COARSE FINE COARSE
i L... mmrmanim en e
APPROXIMATE EQUIVALENT IMPERIAL SIEVE
#200 #100 #40 #20  #10  #4 05 10"
100 IR T i ; Al .------_J;;--- i‘-'ai—l T SIEVE |PERCENT

SIZE (mm) | PASSING

! f 12.5 100.0

/ 9.5 99.5
4.75 98.5

V4 AR EERA 50 576
A 0.850 97.4
0.425 96.5

g 0.250 92.7
% 0.150 84.4
1%} - 0.075 73.0
g 0.030 62.8
- 0.0193 55.6
z 0.0112 54.2
LL!)-' | 0.0082 45.5
e : N 0.0059 42.7
m 0.0029 36.9
o 0.0021 34.1
0.0013 28.3

0.1 1 10 100
SIEVE SIZE (mm)

Percent of: GRAVEL (1.5%), SAND (25.5%), SILT (39.7%) and CLAY (33.3%)
Sample Description: CH, clay, high plastic, firm, moist, dark grey, and silt, with sand sizes, trace gravel.

ENG-T onsulting /lm
COMMENTS: per }}/:; EL;‘,

Contact: Cfark Hryhoruk A4. Sc., P. Eng.
Ph: (204) 233-1694
Fax: (204) 235-1579



